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HEATFLEX - PE-RT PE-2708

DENSITY UNIT VALUES TEST METHOD

DENSITY LB/FT3 58.745 ASTM D-792
THERI\{,IAL R BTU (H.FT2F/IN) 2.7734 DIN 52612-1
AT 140°F
THERMAL EXPANSION
COEFFICIENT °F (68°F TO - 0.0000394 DIN 5375
158°F)
OXYGEN DIFFUSION RATE
WITH O2 BARRIER AT MG/IN2X2X4H BETTER THAN 0.0002 DIN 4726
100°F
OXYGEN DIFFUSION RATE
WITH O2 BARRIER AT MG/IN2X2X4H BETTER THAN 0.0004 DIN 4726
180°F

PHYSICAL UNIT VALUES TEST METHOD
TENSILE YIELD PSI 2.988 ISO 527-2
ULTIMATE TENSILE PSI 5,221 ISO 527-2
PERCENTAGE OF
ELONGATION PSI 760 ISO 527-2
MODULUS OF ELASTICITY PSI 138,511 ISO 178
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